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Iron ore sintering mix
Composition of sintering mix – iron ore concentrate, crushed iron ore, crushed limestone
Typical spectrum of sintering mix
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Calibration on the real conveyor in sintering plant – comparision with XRF laboratory analysis after
manual sampling synchronized with online analyzer.
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R2 = 0.88
Aver. Abs. Err. = +/- 0.31 %
Aver. Rel. Err = +/- 7.3 %

LI
BS

 C
aO

 %

Lab CaO %

CaO calibration chart
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R2 = 0.83
Aver. Abs. Err. = +/- 0.6 %
Aver. Rel. Err = +/- 0.97 %

Fe calibration chart
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Fe tracking lines
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